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Case Study: MFC in Graphic Papers
Fold cracking improvements

MD - Increasing MFC CD - Increasing MFC

Printed, folded and stacked samples visually show improved fold cracking
resistance as a result of MFC addition.

This is due to increased sheet strength, specifically higher tensile energy absorption.

Value creation through improved product performance.
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